


















Table 2 Qualitative AnalysIs of Drywall Gypsum- XRF 

!Sample# Sample ID , Ca 
! 1 US GypsumlHamllion IUs 222000 +1- 1200 

! 2 KnaufI33928-20055 IChina 240000 +1- 1300 
i 2(Duplicale) Knauf/33928-20055 China 241000 +1- 1300 

I 
I 
l 
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3 MIC133966C12077 China 238000 +1- 1300 

4 Proroc/CerteJnyeed US 226000 +1- 1200 

5 Nalional Gypsum/Gold Bond US 210000 +1- 1200 

6 GPffough Rock US 220000 +1- 1200 

A. Major - Calcium 
Present· Iron, Strontium. Sulfur 

Note: the sulfur line appears H week peak In the XRF spectrum or each sample 

(sulfur cannot be quantified \n these samples with Nitto" XRF unit) 

B. XRF Results (total concentration) in ppm +1-1 star>dard deviation 

Fe I Sr , 
410"-90 180+1-10 

720.1-110 : 1970 +1- 32 
730 +1-100 I 1960 +1- 32 
930 +1-120 I 2130 +1- 34 
990 +1-120 

, 
370 +'-14 

, , 
2010 +1-150 i 460 +1-16 

1210 +1- 130 1 844 +1- 21 




